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(BSP October 13, 2003)
TS steel tubing shall conform to ASTM A 500 Grade B, and shall be
galvanized after fabrication in accordance with AASHTO M 111.

Steel bars, plates, and shapes shall conform to ASTM A 36M, and shall
be galvanized after fabrication in accordance with AASHTO M 111,
except that structural shapes may conform to ASTM A 992M.

Galvanized sheet metal shall conform to ASTM A 526M, Coating
Designation Z 700.

Paving bulkheads, timber blocking, and custom cut shims shall be
Douglas Fir-Larch No. 2 or better, and shall be treated as specified in
this Section.

Rubberized asphalt shall conform to Section 9-04.10.



